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Cu-Phos Copper Anode 
Rolled 

 

Product Specifications 
 

Copper  99.935% minimum 
Iron  0.0030% maximum 
Sulfur  0.0030% maximum 
Lead  0.0020% maximum 
Nickel  0.0020% maximum 
Arsenic  0.0010% maximum 
Tin  0.0010% maximum 
Zinc  0.0010% maximum 
Phosphorus  0.040 – 0.065%  

 
    
 
Packaging: 
  44 pound fiberboard box 
  220 pound pail 
  2000 pound pallet box 
 
 
 
Product Availability: 
  ½” ball 
  1 1/8” ball (28 mm ball) 
  1 ½” ball (38 mm ball) 
  2” ball (50 mm ball) 
  3/8” (0.422” nominal feed stock) x 1/2” nugget  
  Mini (1”) x 1” nugget 

1 ½” x 3” oval bar 
1” x 4” rectangle bar 
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